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OJEDIT : New Structure undergoing enhancement  
Space Group: P 2 /c (14 (http://it.iucr.org/cgi-bin/gotosgtable.pl?number=14&tabletype=S)), Cell: a 7.9862(12)Å
b 27.201(4)Å c 11.4765(18)Å, α 90° β 104.590(4)° γ 90°
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Style
Ball and Stick  

Labels
No Labels  

Packing
None  

Measure
None

Chemical diagram
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Additional details

Deposition Number 1996363

Data Citation Megha S. Deshpande, Bikshandarkoil R. Srinivasan CCDC 1996363: Experimental
Crystal Structure Determination, 2020, DOI: 10.5517/ccdc.csd.cc250ctd
(//dx.doi.org/10.5517/ccdc.csd.cc250ctd)

Deposited on 11/04/2020

Crystallographer(s)

Crystallographer Megha Deshpande  (//orcid.org/0000-0002-4307-7898)

Affiliation Goa University

Associated publications

Megha S. Deshpande, Bikshandarkoil R. Srinivasan, CSD Communication, 2020
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